
EFFECTS OF ELECTRIC FIELDS AND CURRENTS ON
MICROSTRUCTURE, PROPERTIES AND PROCESSING OF

METALS AND ALLOYS

(D

00 Summary of Research at North Carolina State University

(Ni Technical Report

I
L3

Hans Conrad and Arnold F. Sprecher

July 1, 1990

U. S. Army Research Office
Grant Number DAAL03-89-K-01 15

Materials Science and Engineering Department
North Carolina State University

Raleigh, NC 27695-7907

DTIC
ELECTE

APPROVED FOR PUBLIC RELEASE; 012 6 WD

DISTRIBUTION UNLIMITED.

9 0 2? 09



MASTER COPY KEEP THIS COPY FOR R TTRPN-
Form Approwid

REPORT DOCUMENTATION PAGE oMF Nom o70-088
PuOlic reporting burden for this collection of inforrmation i estimated to averaqe I hour per resooise, ,ncluainrg the time for reviewing instructions. searching existing data sources.
gathe' ng and r ainta~mfng the data needed. and completing and revewing the collection of .nformation. Send comments eqaroing thi$ burden estimate or any other aspect of this
coilection of information, nciumdng suggestions for ,educing this Ourden. to Washington ifeadquarte Services. Directorate for information Operations and Reports. 121S Jeffersdn
Oavis Highway. Suite 1204, Arlington. VA 22202-4302, and to the Office of Management and Budget. Paperwork Reduction Project (0704-0183). Wasington. DC 20S03.

1. AGENCY USE ONLY (Leave blank) 2. REPORT DATE 3. REPORT TYPE AND DATES COVERED
1 1990 Technical

4. TITLE AND SUBTITLE S. FUNDING NUMBERS
Effects of Electric Fields and Currents on

Microstructure, Properties and Processing of Metal
and Alloys DAAL03-89-K-0115

6. AUTHOR(S)

Hans Conrad and Arnold F. Sprecher

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) B. PERFORMING ORGANIZATION
REPORT NUMBER

North Carolina State Univ

Raleigh, NC 27695-7907

9. SPONSORING/ MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSORING / MONITORING
AGENCY REPORT NUMBER

U. S. Army Research Office
P. 0. Box 12211 ARO 26825.12-MS

Research Triangle Park, NC 27709-2211

11. SUPPLEMENTARY NOTES
The view, opinions and/or findings contained in this report are those of th.
author(s) and should not be construed as an official Department of the Army
position, policy, or decision, unless so desianated by other documentation.

12a. DISTRIBUTION/ AVAILABILITY STATEMENT 1 12b. DISTRIBUTION COOE

Approved for public release; distribution unlimited.

13. ASSTA'CT (Maximum 200 words)

This report presents a summary of the results obtained by the authors and coworkers at
North Carolina State University (NCSU) during the past 10 years on the effects of electric fields
and currents on the properties and processing of metals and alloys. These results confirm that an
electric field or current can have a sii n i influence on the microstructure and properties
of metals and alloys, in addition to the indirect effects of Joule heating or induced mechanical
stresses. The resulting effects thus need to be taken into account when considering the use of
metals and alloys (structural or electronic) in environments containing such fields or currents.
Moreover, the effects can be beneficial in the working, forming and processing of metals and
alloys, offering opportunities regarding: (a) difficult-to-fabricate materials, (b) more efficient
processes, (c) manipulation of microstructure and (d) improved properties of the product. Included
at the end of the research summary is a list of the publications resulting from the work at CSU
and the announcements pertaining to the research, including coverage by CNN-TV and t the
technical news media.

14. SUBJECT TERMS 15. NUMBER OF PAGES

16

16. PRICE CODE

17. SECURITY CLASSIFICATION 18. SECURITY CLASSIFICATION 19. SECURITY CLASSIFICATION 20. LIMITATION OF ABSTRACT
OF REPORT OF ABSTRACT

UNCLASSIFIED UNCLASSIFIED UNCLASSIFIED UL

NSN 7540-01-280-5500 standard Form 298 (Rev. 2-69)
Prescribed by ANS Std. 139-tS

10 299-102



Effects of Electric Fields and Currents on
Microstructure, Properties and Processing of Metals

and Alloys

Summary of Research at North Carolina State University

Hans Conrad and Arnold F. Sprecher
Materials Science and Engineering Department

North Carolina State University
Raleigh, NC 27695-7907

Telephone No. (919) 737-7443
FAX No. (919) 737-7724

1. Introduction 1

2. Electroplasticity 1

2.1 Effects of High Density Electric Current Pulses 1
2.1.1 Phenomenological Equations 1
2.1.2 Mechanisms 2

2.2 Effects of an External Electric Field 3
2.2.1 Superplastic Deformation 3

2.2.1.1 Mechanical Properties 3
2.2.1.2 Microstructure 3

3. Electro-Processing 3

3.1 Annealing 3
3.1.1 Effects of High Density Current Pulses 3
3.1.2 Effects of an External Electric Field 4

3.2 Solid State Phase Transformations 5

3.2.1 Effects of High Density Current Pulses 5
3.2.1.1 Crystallization of Amorphous Alloys 5
3.2.1.2 Tempering of Steel 5

3.2.2 Effects of an External Electric Field 5
3.2.2.1 Quench Aging in Icon 5 F
3.2.2.2 Hardenability of Steel 5
3.2.2.3 Tempering of Steel 5 ,

List of Publications (References) 6 ed 0i
lo

Media Coverage 9

Illustrations 10 low'i

Ilty Codes

Speola~l



SUMMARY OFR ;EARCHAT NORTH CAROLINA STATE UNIVERSITY

Effects of Electric Fields and Currents on
Microstructure, Properties and Processing of Metals

and Alloys

1. INTRODUCTION

This report presents a summary of the results obtained by the authors and coworkers at
North Carolina State University (NCSU) during the past 10 years on the effects of electric fields
and currents on the properties and processing of metals and alloys. These results confirm that an
electric field or current can have a significant direct influence on the microstructure and properties
of metals and alloys, in addition to the indirect effects of Joule heating or induced mechanical
stresses. The resulting effects thus need to be taken into account when considering the use of
metals and alloys (structural or electronic) in environments containing such fields or currents.
Moreover, the effects can be beneficial in the working, forming and processing of metals and
alloys, offering opportunities regarding: (a) difficult-to-fabricate materials, (b) more efficient
processes, (c) manipulation of microstructure and (d) improved properties of the product. Included
at the end of the research summary is a list of the publications resulting from the work at NCSU
and the announcements pertaining to the research, including coverage by CNN-TV and by the
technical news media.

We would be most pleased to enter into a contractual arrangement (or research grant) to
explore the application of the various observed effects and phenomena due to electric fields and
currents to your specific interests, processes or products.

2. ELEMCROPLASTICITY

2.1 Effects of High Density Electric Current Pulses

2.1.1 Phenomenological Equation: The procedure employed in our studies on the effects
of high density (103 - 106 A/cm2 ) electric current pulses (-100as duration) on the plastic flow of
metals (terrT -d the electroplastic effect ) and the phenomenological (constitutive) equations which
apply are presented in Fig. 1. The procedure employed is illustrated in Fig. la [1-3,7], whereby a
current pulse is applied during plastic flow in uniaxial tension at a constant strain rate giving the
stress drop AOf and also applied in the elastic regime giving AaE. The latter stress drop results
from the side effects of the current pulse, e.g. Joule heating and electro-magnetic forces. The
increase in plastic strain rate resulting from the electric zrent pulse ij is then taken to be

'j = (Aaf- AGE) / Em tp (1)

where Em is e system (machine plus specimen) modulus and t is the pulse duration time.oD T IC
1 ELECTIE
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I
Fig. lb [4] gives a log-log plot of the ratio to the plastic strain rate prior tothe application 3

of the current pulse E (- Sa) giving

E/a= (jfjc)n (2)1

where j is the current density and n = 2.5 - 3.0. Worthy of note is that a significant effect of the
current only occurs for a critical current density jc > 103 - I04 A/cm2. Also to be noted is that
reasonable agreement of the results on Zn single crystals exists for constant strain rate (flow stress
tests with a singk pulse) and for creep and stress relaxation tests with multipulsing (e.g. 100
pulses per s).

Fig Ic presents a log-log plot of jc vs the free electron concentration ne represented by the
various metals considered [4,9]. The results suggest an equation of the form 3

Jc = a nem (3)

where m has a value of -2/3 at 300 K and -2/5 at 77K. 1
2.1.2 Mechanisms: Studies into the mechanisms responsible for the electroplastic effect are3

summarized in Fig. 2. The magnitude of i. was generally of the order of 10-1 to 101 S-1, which is
in the range where thermally activated plastic flow is expected to occur. The application of the
concept of thermally activated dislocation motion to electroplasticity is illustrated in Fig. 2a[2-4].
This gives

L_/Sa = (jOj/.o) exp - (SAH*/kT)exp(V*acw/kT) (4)

where ,j in the pre-exponential factor for the current pulse, Co that without, 8AH* the change in I
activation enthalpy due to the current, V* the activation volume and aew the electron wind stress.
Fig. 2b shows the relative contribution of the various factors in Eqn. 4 to the increased plastic
strain rate resulting from a current pulse [8,9]. It is here seen that the greatest effect of the current
pulse on the increase in plastic strain rate is through the pre-exponential factor, smaller effects
occurring through the activation enthalpy and the electron wind stress. The reason that oAH*
(where AH* = AU* -V*o*) makes a significantly smaller contribution to the increased strain rate is

that even though the current produces a large reduction in the energy AU*, it als,. gives a decrease I
in the activation volume V* and in turn the work done (= V*a*) by the applies stress (5* during

thermal activation. 3
The magnitude of the electron wind force Few derived from experimental measurements is

compared with theoretical predictions in Fig. 2c through the election wind push coefficient Bew I
acting on dislocations [4,9], which is given by

I
2 3
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BOW= Few/re = (aewb/M)/(j/enc) (5)

v. is the electron drift velocity, b the Burgers vector, M the Taylor orientation factor
relating the tensile stress on polycrystals to the resolved shear stress, e the charge on the electron
and ne the free electron density. It is seen in Fig. 2c that Bew for the FCC metals Cu, Ag and Al is
in reasonable accord with theoretical predictions, but that for the BCC transition metal Nb is about
an order of magnitude higher.

2.2. Effects of an External Electric Field

2.2.1 Sup=epAstic Deformation

2.2. 1.1 Mechanical Trherties: Ile experimental set-up employed to determine
the effects of an external DC electric field on the superplastic deformation of 7475 Al alloy is
shown in Fig. 3a. An electric field of the order of 2kV/cm produced a decrease in the flow stress
(Fig. 3b), a slight increase in the strain rate hardening exponent m = d log O/d log i (Fig 3c) and a

significant decrease in the strain hardening coefficient E = do/de (Fig. 3d) [11-14]. The influence

of polarity and magnitude of the electric field on the maximum flow stress a x is shown in Fig.

3c, where it is seen that a decrease in a occurs when the specimen is connected to the positive
terminal of the power supply and an increase when it is connected to the negative terminal [ 13]. In
addition to the effects shown in Fig. 3, an electric field was found to reduce the activation energy
for superplastic deformation [131.

2.2.1.2 Micr0strueture: Fig. 4 presents the effects of an electric field on the
microstructure which develops during the superplastic deformation of the 7475A1 alloy [8, 27-29].
In Fig. 4a, the influence of the field on cavitation is shown. Evident is that the field significantly
reduces the volume fraction of cavities at all levels of plastic strain ep. Moreover, the reduction in
cavities becomes greater with increase in the field strength for both polarities of the specimen.
However, the effect of the field is larger when the specimen is connected to the positive terminal
compared to the negative terminal of the power supply. Fig. 4b shows that the field also retards
grain growth during superplastic deformation and the table of Fig. 4c illustrates that the field
influences the composition of the dispersoid-fiee zone (DFZ) which develops adjacent to the grain
boundaries during superplastic deformation.

In addition to the above-mentioned effects of an electric field on microstructure
during the superplastic deformation of the 7475A1 alloy, the field produced a decrease in
dislocation density in the DFZ and a reduction in the size of the dispersoid particles adjacent to the
DFZ [28]. The observed charges in microstructure suggest that the electric field influences
diffusion, ie. the concentration and/or migration rate of vacancies.

3. Elect sng

3.1 Annealin

3.1.1 Effects of High Density Electric Current Pulses

The effect of high density electric current pulses (2 per s) on the annealing
response of two purities of cold worked Cu is shown in Fig. 5a [ 15-2]. Evident is that the current
pulsing significantly enhanced the rates of recovery and recrystallization, even though the current

3
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was being "on" only -10-4 fraction of the total time of anneal. An increase in impurity content from
-0.01 to 0.01 wt. % reduced the effect on recovery, but had no appreciable influence on
recrystallization as given by the reduction in temperature for a 50% drop in hardness AT5 0. The
effects of electropulsing decreased with increase in amount of prior cold works [ 16]. Results 3
similar to those for Cu were also obtained for the annealing of cold worked Al [211. Fig. 5b
shows that electropulsing also enhances the rates of recovery and recrystallization of the
intermetallic compound Ni3A1 [19]. 3

Studies into the effects of electropulsing on the recrystallization kinetics of Cu revealed that the
electropulsing mainly increased the pre-exponential factor of the Arrhenius rate equation having
only little if any influence on the activation energy [17,18]. It is proposed that the influence of
electropulsing on recovery and recrystallization is through its effect on vacancy concentration
and/or flux, which in turn affect the rates of dislocation climb involved in recovery and of subgrain
formation and coalescence involved in the nucleation of new grains during recrystallization I
[18,19,211.

Although electropulsing enhances the rates of recovery and recrystallization, it retards the
rate of grain growth in the temperature regime immediately following recrystallization [18-21]; see I
Fig. 5c. The degree of retardation of grain growth increased with increase in pulse frequency in
the range of 0.07 to 7 Hz, but was relatively independent of pulse duration time in the range of 50
to 200 jis, Fig. 5d [20]. It is concluded that the influence of electropulsing on the rate of grain
growth results from an increased rate of annihilation of residual dislocations in the newly
recrystallized grains. 3

In addition to enhancing the rates of recovery and recrystallization and retarding grain
growth, electropulsing produced a finer recrystallized grain size (with somewhat more irregular
shaped grains) and a sharper texture [15,181. I

3.1.2 Effects of an External Electric Field

The experimental arrangement used in studies on the influence of an external electric field on I
the annealing of metals and alloys is shown in Fig. 6a. The effect of an external electric field of the
order of a kV/cm on the isochronal annealing behavior of Cu is presented in Fig. 6b [25]. It is
here seen that the field retards the rates of recovery and recrystallization, the degree of retardation I
increasing with increase in amount of prior cold work. Moreover, a polarity effect occurs in that
the field only has an influence when the specimen is connected to the positive terminal of the power
supply. However, the effect is not sensitive to the dielectric medium between the specimen from I
the companion electrode.

The influence of an external electric field on the isochronal annealing response of the
intermetallic compound Ni3A is shown in Fig. 6c [19]. It is here seen that the field enhances the
rates of recovery and recrystallization for this alloy and is independent of polarity, both being in
contrast to that found for Cu. Fig. 6d compares the effects of an electric field E= 1.9 kV/cm) and

electropulsing (j=4.6 x 104 A/cm 2 , tp = 100 1s, vp = 2 Hz) on the relative charge in hardness of
the Ni3AI during isochronal annealing [19]. Evident is that the largest effects of the field and
electropulsing occur during the early stages of the recrystallization process, i.e.when the hardness I
decrease is about 10-40% of the total drop in hardness which results upon annealing at
IOOOOC.The mechanism(s) by which an electric field influences recovery and recrystallization is
not clear at this time. It appears that the field affects the concentration and/or flux of vacancies, I
which in turn govern dislocation climb and subgrain formation and coalescence.

I
4
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3.2 Solid State Phase Transformations

3.2.1 Effects of High Density Electric Current Pulses

3.2.1.1 Qrystallization of Am o us Alloys: Electropulsing was found to
enhance the rate of crystallization of amorphous iron-base alloys [22].

3.2.1.2 Tem tpring of Steel: The rate of tempering of an 02 tool steel was
slightly enhanced by electropulsing [unpublished research NCSU, 1989].

3.2.2 Effects of an External Electric Eield

3.2.2.1 Quench Aging in Iron: An electric field retarded the rate of quench
aging in iron [23].

3.2.2.2 Hardenability of Steel: The experimental arrangement used in studies
into the effects of an external electric field on the hardenability of steels is illustrated in Fig. 7a
[301. Because the rod to which the specimen is attached acts as a heat source, the arrangement
simulates a Jominy end-quench. This is illustrated in Fig. 6b, where it is seen that upon quenching
an 02 tool steel in silicone oil at 251C the electric field produces a hardness at the specimen tip away
from the holding rod which is essentially equal to that for quenching in water without a field, but
which drops off with distance towards the end attached to the holding rod. The hardness at the tip
obtained with the field for the silicone oil quench is about twice that without a field [30]. The
microstructure at the specimen tip obtained for the silicone oil quench was martensite with the field
and pearlite without, in keeping with the hardness values.

The results presented in Fig. 7b show that the influence of the field varies with the
quenching rate, being greatest at an intermediate quench rate [30]. These effects of the field are
interpreted in terms of the CT diagram in Fig. 7d. It is concluded that the electric field shifts the
CT diagram to longer times. i.e. it retards the rate of transformation of austenite to bainite or
pearlite, thereby permitting a slower cooling rate to obtain martensite.

3.2.2.3 Tempering of S'eel: An electric field retarded slightly the rate of
tempering of an 02 tool steel [23].
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